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Swissatest Testmaterialien AG, Mövenstrasse 12, CH-9015 St. Gallen, phone +41 71 311 80 55, swissatest.ch

For tests according to:
	  ISO 105
	  ISO 11641
	  ISO 11642

article 403

SILK, CRÊPE, DEGUMMED 
For Assessing the Colour Fastness

Inspection Standard of article 403

Parameter	 specified value adjacent ISO 105-F06:2000-02-15

Appearance 	 plain weave, white 

Material 	 according to  ISO 105-F06:2000-02-15
 	 silk 100 %

Mass per unit	 according to  ISO 3801
 	 g/m2 60 ± 3

Whiteness value	 according to  ISO 105-J02
 	 Y10 91 ± 2

Aqueous extract	 according to  ISO 3071
 	 pH 7.8 ± 0.5


